
Journal of Minerals and Materials Characterization and Engineering, 2013, 1, 285-373 
Published Online November 2013 in SciRes (http://www.scirp.org/journal/jmmce/) 
 
 

TABLE OF CONTENTS 
 

Volume 1   Number 6                                              November 2013 
 
Use of Mineral Liberation Analysis (MLA) in the Characterization of Lithium-Bearing Micas 

D. Sandmann, J. Gutzmer…………………………………………………………………………………………………………285 

Influence of Martensite Volume Fraction on Mechanical Properties of High-Mn Steel 
R. Khan, T. Pervez, S. Z. Qamar…………………………………………………………………………………………………293 

The Effect of MgO Dopant and Laser Treatment on ZnO Ceramic 
F. A. Chyad, S. Q. A. Hassan, Z. T. Al-Dahan……………………………………………………………………………………301 

Predictability of Al-Mn Alloy Exposure Time Based on Its As-Cast Weight and Corrosion Rate  
in Sea Water Environment 

C. Nwoye, S. Neife, E. Ameh, A. Nwobasi, N. Idenyi……………………………………………………………………………307 

Studies on the Effect of Zinc Chloride Mixing on Bisthiourea Cadmium Chloride Crystals 
R. S. Sundararajan, M. Senthilkumar, C. Ramachandraraja………………………………………………………………………315 

Evaluation of the Refractory Properties of Nigerian Ozanagogo Clay Deposit 
A. A. Jock, F. A. Ayeni, A. S. Ahmed, U. A. Sullayman…………………………………………………………………………321 

Influence of Semi-Solid Isothermal Heat Treatment on Microstructure of Gray Cast Iron 
N. Fathy……………………………………………………………………………………………………………………………326 

Design and Development of Grip for Circular Test Piece Inuniversal Tensile Testing Machine 
O. J. Akinribide, A. K. Ogunkoya, I. M. Momoh, O. D. Ogundare, B. E. AttahDaniel, S. O. O. Olusunle..……………………331 

Theoretical and Experimental Analysis of Deep Drawing Cylindrical Cup 
N. Arab, A. Javadimanesh…………………………………………………………………………………………………………336 

The Effects of Blends of Enugu Coal and Anthracite on Tin Smelting Using Nigerian Dogo Na  
Hauwa Cassiterite 

F. A. Ayeni, O. O. Alabi, R. Okara…………………………………………………………………………………………………343 

Crystallographic Study of Uranium-Thorium Bearing Minerals in Tranomaro, South-East Madagascar 
F. E. Sahoa, N. Rabesiranana, R. Andriambololona, N. Finck, C. Marquardt, H. Geckeis……………..…………………………347 

Strength Characterization of E-glass Fiber Reinforced Epoxy Composites with Filler Materials 
K. Devendra, T. Rangaswamy……………………………………………………………………………………………………353 

Predictability of Hardness of the Heat Affect Zone in Aluminum Weldments Cooled in Palm Oil Based  
on Hardness of Similarly Cooled Mild Steel and Cast Iron Weldments 

C. Nwoye, S. Nwakpa, A. Alfred, C. Nwambu, U. Obialor………………………………………………………………………358 

Geotechnical and Mineralogical Characterization of Soils Derived from Schist along Shango-Chanchaga 
Highway, Minna, Central Nigeria 

S. H. Waziri, A. Idris-Nda, I. S. Amoka, Y. Ishaq…………………………………………………………………………………363 

Unification of the Quadratic Model Equations of the Inhibition Characteristics of Acidified Ocimum 
Basilicum on the Corrosion Behaviour of Mild Steel 

M. O. Nwankwo, P. A. Nwobasi, P. O. Offor, N. E. Idenyi…………………………......…………………………………………367 

 
 

Open Access                                                                                         JMMCE 


	Front Cover
	Inside Front Cover-Editorial Board
	Table of Contents
	Journal Information
	285-Use of Mineral Liberation Analysis (MLA) in the
Characterization of Lithium-Bearing Micas
	293-Influence of Martensite Volume Fraction on Mechanical
Properties of High-Mn Steel
	301-The Effect of MgO Dopant and Laser Treatment on ZnO Ceramic
	307-Predictability of Al-Mn Alloy Exposure Time Based on Its
As-Cast Weight and Corrosion Rate in Sea Water
Environment
	315-Studies on the Effect of Zinc Chloride Mixing on
Bisthiourea Cadmium Chloride Crystals
	321-Evaluation of the Refractory Properties of Nigerian
Ozanagogo Clay Deposit
	326-Influence of Semi-Solid Isothermal Heat Treatment on
Microstructure of Gray Cast Iron
	331-Design and Development of Grip for Circular Test Piece
Inuniversal Tensile Testing Machine
	336-Theoretical and Experimental Analysis of Deep Drawing
Cylindrical Cup
	343-The Effects of Blends of Enugu Coal and Anthracite on Tin Smelting Using Nigerian Dogo Na Hauwa Cassiterite
	347-Crystallographic Study of Uranium-Thorium Bearing
Minerals in Tranomaro, South-East Madagascar
	353-Strength Characterization of E-glass Fiber Reinforced
Epoxy Composites with Filler Materials
	358-Predictability of Hardness of the Heat Affect Zone in
Aluminum Weldments Cooled in Palm Oil Based on
Hardness of Similarly Cooled Mild Steel and Cast Iron
Weldments
	363-Geotechnical and Mineralogical Characterization of SoilsDerived from Schist along Shango-Chanchaga Highway,Minna, Central Nigeria
	367-Unification of the Quadratic Model Equations of the
Inhibition Characteristics of Acidified Ocimum Basilicum
on the Corrosion Behaviour of Mild Steel
	Inside Back Cover-Call for Papers
	Back Cover

